Appearance and
Characteristics of
Wood:

The thermal modification process
darkens the wood significantly,
transforming the vibrant red and
orange tones of the redwood into
darker, more subdued hues, usually in
the range of rich brown, warm amber,
or chocolate brown. The resultis a
more uniform, deep colour that
emphasizes the natural warmth and
richness of the wood.
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LATIN NAME

Pinus Sylvestris (Thermally modified)

ORIGIN

North American

ENVIRONMENTAL CERTIFICATON

Programme for the Endorsement of Forest
Certification (PEFC)

DURABILITY
Very durable

MAIN USES

Exterior cladding, decking and outdoor
flooring, windows, doors, fencing.

WORKABILITY

Due to the heat process, this timber becomes
more brittle. This means that the timber may
have some end splits, face checks and some
cracked/broken knots

DENSITY
350 - 480 kg/m3

MOVEMENT CLASS

Small
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